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INTRODUCTION

Under the sponsorship of the Naval Sea Systems Command, the Civil
Engineering Laboratory (CEL) has been engaged in the development of an
experimental diver heater. The project objective is to develop a
compact, portable, self-contained energy source capable of supplying
heated water to a closed-loop circulation garment worn by the diver.

Circulation garments and associated thermal protection gear are under
development at the Naval Coastal Systems Laboratory (NCSL), Panama City,
Florida. Basic requirements for the heater include operation in 28°F
(-2°C) seawater at depths of 1,000 feet (305 m) for up to 8 hours without

replenishment. Experimental models of 8- and 16-kWh (28.8- and 57.6-MJ)
capacity were developed and laboratory tested. In addition the 8-kWh

(28.8-MJ) unit was successfully diver-tested, proving the feasibility of

the magnesium/seawater heat source.

BACKGROUND

Divers exposed to cold water for extended periods of time require

thermal protection equipment to maintain acceptable physiological

conditions and operational effectiveness. The overall heating problem

is that of maintaining the diver's normal thermal balance. The amount
of heat required varies with environmental factors, such as water

depth, breathing gas type, water temperature, and duration of exposure,

and with individual factors, such as physical condition, metabolic rate,

and activity level. Thermal balance can be expressed by the simplified
equation:

Heat Replacement = Respiratory heat loss + diving suit loss
- metabolic heat generated

Respiratory losses are due to involuntary heating of inspired gas to

body temperature prior to expiration. The amount can be up to about 500

watts [I depending upon the specific heat, density, volume, and tempera-
ture of the inspired gas. Diving suit losses vary with depth, type of

suit, suit material, and water temperature. The values range from 3,000

watts for the standard 3/8-inch (9.5-mm) thick neoprene wet suit [19 ft2

(1.75m2 ) surface area] at 1,000-foot (305-m) depth with a skin-to-seawater

temperature difference of 50°F (28
0 C), to 1,000 watts for a dry suit



filled with helium under the same conditions [2].* The metabolic heat
generated varies with individual activity level and physical condition
and ranges from near zero for inactive divers to as much as 500 watts
for sustained heavy work periods. To insure adequate heat would be
available to maintain thermal balance under extreme conditions, an
initial program goal of 2,000 watts was selected as the heater output.

Heating is required both for tethered and self-contained divers.
The present method for heating the tethered diver is to supply hot water
via an umbilical hose from the support platform (surface ship, PTC,
etc). The hot water is flushed over the diver's body under his diving
suit and then exhausted directly to the surrounding environment. In
this case, the physical size and weight of the heat source is not
critical, since it is not carried by the diver. However, because of
both the high heat losses in hoses and the open-circuit design, the
system is grossly inefficient. In addition, the hot water umbilical
greatly restricts the diver's mobility.

For the free-swimming diver, thermal protection is not easily
provided. Since the heat source must be carried on his person, it must
be lightweight and compact and not impair his mobility. In addition it
must be simple, safe, and reliable.

In the past, several methods of providing heat for free-swimming
divers have been investigated [3-111. The resulting systems have
exhibited several disadvantages: batteries are heavy, bulky, expensive,
and short-lived; nuclear sources can be used by the diver only for short
durations because of radiation exposure, and the radiation shielding and
thermal safety devices make the nuclear heater bulky and complicated;
and most thermochemical heat sources employ exotic reactants and involve
high operating temperatures and complicated control systems.

A compact, lightweight, high-energy density, easily controlled,
reliable, safe heat source that can be integrated with closed-circuit
hot water suits is vitally needed. To this end, CEL has been investi-
gating the development of a heater that utilizes the reaction of a
magnesium alloy with seawater to produce heat.

HEAT SOURCE DEVELOPMENT

Background

The oxidation reaction of magnesium was chosen for the heat source,
because it is simple, reliable, compact, and inexpensive, and has a
comparatively high-energy density. A comparison of the CEL-developed

Ongoing research being conducted at NCSL in thermal
protection suits is expected to produce significant
improvements in this area.
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heat source with other candidates is shown in Table 1.
Magnesium reacts with seawater according to Equation 1:

Mg + 2H20 - Mg(OH)2 + H2 (gas) + Ah (1)

where Ah is the heat of formation of the reaction.
The theoretical energy density of this reaction is 1,885 W-hr/lb of

magnesium (14.9 MJ/kg). The reaction ordinarily proceeds slowly in
seawater, and heat is not released at a usable rate. But, by electrically
connecting the magnesium to a cathodic material, such as iron (forming
a galvanic couple), the reaction proceeds much more rapidly and liberates
heat at a usable rate. Similar systems have been developed as seawater
batteries.

The CEL heater uses the same basic principle as the seawater
battery, but the battery's external load is replaced by a short circuit
to maximize the reaction rate. A simplified schematic model of the
reaction process is shown in Figure 1. Major steps of the process are:

1. Current flows from anode to cathode via the short circuit
because of the potential difference.

2. Water is reduced at the cathode.

3. Magnesium ions are formed at the anode.

4. Hydroxide and magnesium ions migrate to a point where they
combine to form magnesium hydroxide.

Chemical energy is converted into thermal energy by means of a
highly efficient electrochemical reaction. The energy given off by this
reaction heats the surrounding electrolyte. A more detailed discussion
of the reaction process is contained in Reference 12.

The basic heat-producing element of the electrochemical reaction is
the dual-plate cell shown in Figure 2. The spacer washer provides both
an electrode gap and a short circuit current path. The electrode gap
provides for free passage of the electrolyte and removal of the reaction
products [H2 and Mg(OH)2]. As the magnesium is reacted, the anode
becomes thinner and the electrode gap increases.

It is important for the spacer washer to provide a very low resis-
tance path (less than 10-3 ohms) for current flow. With a high resis-
tance path, part of the energy goes into inefficient electrical Joule
heating, and the reaction rate* is reduced to unusable values in terms
of diver heating.

*Reaction rate is defined as power output per unit-

surface-area of anode.
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Experimental Arrangement

Early experimental work showed that the reaction rate of the dual-
plate cell is a function of several interdependent parameters. The most
important of these parameters are electrolyte temperature, electrode
gap, and electrolyte condition. In an attempt to isolate and understand
the effects of these and other parameters, a number of laboratory experi-
ments were conducted.

Three different configurations were utilized in the laboratory
experimentation. Quantitative data on reaction parameters were obtained
using an insulated Dewar flask (Figure 3) that was accurately calibrated
for heat loss. The test cells consisted of three magnesium and four
iron plates of up to 72 in. 2 (465 cm2 ) of anode surface area. A pump
was provided to test the effects of electrolyte circulation on cel]
performance. The temperature rise of the electrolyte was recorded on a
multipoint recorder.

Uninsulated glass beakers were used for tests in which only
qualitative results were needed. The results were obtained by visually
inspecting the anodes and by monitoring temperature differences between
several cells running simultaneously in different beakers.

A third apparatus was used for testing cells of up to 1,000 in.2

(0.645 m2 ) of anode surface area (Figure 4). The cell and electrolyte
were contained in an insulated acrylic case with a removable top.
Thermocouples were provided for monitoring the temperature of the
circulating electrolyte. A second fluid was circulated through a copper
tube heat exchanger immersed in the cell electrolyte and through external
cooling coils. In this manner the electrolyte could be maintained at a
constant temperature. Temperature change and flow rate of the second
fluid were used to determine power output. An additional method was
provided for adding controlled amounts of fresh seawater the reaction
chamber.

Dual-Plate Cell

The dual-plate cell consists of separate anode and cathode plates
arranged as shown in Figure 5. Over 70 tests were run in the Dewar to
determine the effect of the various parameters on cell performance. The
major objectives were to determine the effects of electrode gap and
electrolyte temperature on reaction rate and reaction efficiency.* The
initial gap, which was set prior to the start of each test, ranged from
0.060 (0.15 cm) to 0.200 (0.5 cm) inch. At each spacing the temperature
was allowed to rise 60F (30°C). Starting temperatures varied from 30°F(-10C) to 1500F (65 C) in 200F (110C) increments.

Reaction efficiency: ratio of actual energy output
to theoretical energy output.
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The relationship between energy density (W-hr per pound of
magnesium), temperature, and spacing is shown in Figure 6. Energy
density is shown to be a strong function of temperture and a relatively
weak function of plate spacing. Based on theory it was expected that
energy density would increase with temperature. The experimental
results, however, show a marked decrease at the higher temperatures.
This effect at the high reaction rates is caused by unused magnesium
sloughing from the plates. The sloughed magnesium can be seen as small,
dark-colored particles circulating in the electrolyte. Figure 6 shows
that an energy-efficient reaction rate occurs between 100OF and 150°F
(380 and 660 C).

The effects of plate spacing and temperature on power density are
shown in Figure 7. As expected, the reaction rate proceeds more rapidly
at higher temperatures and closer spacings.

The electrolyte condition is described in terms of pH, salinity,
and density. Theory predicts that the reaction rate is reduced by high
pH, low salinity, and increased density (resulting from reaction products
mixing with the seawater electrolyte). To some extent the electrolyte
density and pH can be controlled. But, in general, the heater must be
designed to accommodate the natural variability of the seawater enviro-
ment.

The pH, salinity, and conductivity of the electrolyte were measured
to determine quantitatively how these parameters affected cell perfor-
mance. For these parametric tests, the pH changed relatively little,
because the comparatively large volume of seawater diluted the reaction
product concentration. In addition, since seawater is a very good
buffer, large quantities of Mg(OH)2 would be required to make significant
pH changes. Generally speaking, the reaction rate was affected as
expected. Table 2 summarizes the effects of these and other parameters
on cell performance, but no quantitative trends were identified.

Reaction Rate Decay Characteristics. To verify the results of the
parametric tests, a series of large-scale tests were run in the acrylic
vessel. In these tests fresh electrolyte was added at a controlled rate
(125 ml/min), and an equal volume of slurry [Mg(OH) 2 and water] was
removed to maintain constant electrolyte pH and density. The results
of a typical test are shown in Figure 8. The broken line shows the esti-
mated decay in cell power as predicted from parametric tests and based
on anode consumption and increasing electrode gap. These results ver-
ified the fact that reaction is strongly dependent on electrode gap.

The power output during the first hour was significantly higher
than predicted. The increase is attributed to several factors: clean
anodes and low electolyte pH and density. Initially, the anodes are
clean and free from reaction products, but during the first hour, magne-
sium hydroxide accumulates on the anode surface. These deposits inhibit
the reaction process at the anode and subsequently reduce the overall
reaction rate. Also, fresh seawater, which is a very good buffer, has a



relatively low pH and is very fluid. However, as'the reaction products
accumulate, both the pH and density increase so that, by the end of the
first hour, stabilized values have been established based on the slurry
removal and electrolyte addition rate. Although the full effect of these
parameters is not understood, it is known that a high pH and a thick
slurry can block the anodic reaction thereby reducing the reaction rate.

These factors appear to account for a large portion of the initially
high reaction rate, but they are augmented by the anode edge reaction.
New plates have a substantial edge area that is not normally used in
power calculations. However, this area apparently contributes to the
initial reaction rate (dotted line). As the reaction proceeds, the edge
area diminishes; in fact, the plate dimensions are reduced as shown in
Figure 9.

As would be expected, the high initial reaction rate from the above
factors results in rapid magnesium comsumption during the first hour.
The rate of consumption decays rapidly until an electrolyte equilibrium
condition is attained. At this point (1-1/2 to 2 hours into the test)
the consumption rate is governed primarily by electrode gap, which is
evidenced by the similar slopes of the dashed and solid lines during the
remaining test hours (Figure 8). Because of the high initial reaction
and early electrode gap increases, the reaction rate is lower than pre-
dicted from the parametric tests during the later hours of the test.

In accordance with the decaying power curve, a cell that delivers
the desired power at the end of its operating period, delivers excess
power initially. A number of tests were conducted to determine if the
high initial and resultant low final rates could be better balanced to
provide a flatter power curve; these tests are summarized in Table 3.
The most effective modification was to alter the anode dimensions to
reduce or eliminate the edge effect. This was accomplished by fabrica-
ting anodes of slightly larger dimensions than the cathode. Thus, the
edge was located far enough away from the cathode to significantly
reduce the edge effect. The modification was used on all subsequent
dual-plate cell construction.

Other Parameters Affecting Reaction Rate. Variations in the cathode
thickness and surface condition and in the electrolyte salinity affect
the reaction rate. Thick cathodes have the lowest electrical resistance
and produce the highest reaction rates (Figure 10). However, cathodes
thicker than 0.060 inch (0.15 cm) do not noticeably improve cell perfor-
mance. On the other hand, thin cathodes [0.001 ir. (0.003 cm)] are
desirable because they minimize weight, but they ,iso warp, and, con-
sequently, the electrode gap cannot be reliably maintained. A cathode
thickness of 0.010 inch (0.03 cm) was selected as a compromise between
minimum weight, reasonable structural strength, and power output.

It was discovered that the output of a cell with 0.010-inch thick
cathodes could be increased by as much as 30% by sandblasting the cathode
surface (Figure 11). The rough surface greatly increases the number of
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sites available for hydrogen gas bubble nucleation. Other techniques
for increasing the cathode surface area, such as scratching or sanding,
produce similar, but less dramatic, effects.

Electrolyte salinity has a pronounced effect on the reaction rate.
Figure 12 shows seawater (34 o/oo salinity) as a standard; however, salt-
saturated seawater will produce a much higher reaction rate. This high
rate will continue for only a snort time (about 1 hour), because the
reaction product, a jelly-like substance, will increase the electrolyte
density and thereby reduce the reaction rate to an unusable level.
Very few ions are present in an extremely low salinity electrolyte;
therefore, the reaction rate of the cell will be negligible in terms of
heat production. In general, the salinity and buffering quality of
seawater combine to create the highest long-term reaction rate possible.

The thickness and surface condition of the cathode can easily be
controlled to provide the desired power output. In general, the cell is
subject to operation within the normal local salinity range. However,
where required, rapid heat-up can be achieved by 'spiking'' the initial
charge of seawater with salt. Normal electrolyte/seawater exchange will
flush the jelly-like products from the cell chamber, reduce the salinity,
and return the cell to the normal power level.

Reaction Control. The development of a reliable and simple control
system for maintaining a constant power output was explored to reduce
the size and weight of the cell to less than that of the fixed-plate
cell. Table 4 summarizes the results of these investigations. The most
promising wethod appears to be of the inert cone spacer (Figure 13),
which uses the reaction itself to control spacing. As of now, a simpli-
fied method for assembling these cells and also providing the short
circuit has not been developed. There are two major problems in each of
the control techniques. First, cell construction becomes too compli-
cated, and, second, the weight and volume of a cell plus control system
exceed those of a cell designed to provide the same delivered final
power without control.

A variety of other tests were performed in attempts to control or
modify the reaction rate. These tests are summarized in Table 4.
None of the test results showed improvements significant enough to cause
modification of the basic dual-plate cell configuration.

Bi-Polar Electrode

One of the disadvantages of the dual-plate cell is holes start to
form in the anode during the last hour of the reaction. The holes
decrease the current-carrying cross section of the anode and reduce the
active anode area. The result is reduced cell power. To minimize these
effects in the dual-plate cell the anodes must be slightly thicker than
actually needed. This insures enough active surface area will remain to
provide the required power for the desired duration.
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Another possible technique for avoiding this problem is to electro-
plate the cathodic material to one side of the anode. Thus, cell con-
struction would be simplified by eliminating the need for a separate
iron cathode. Also, cathodic and anodic currents would be shared. With
this technique, as the anode thickness decreases, a constant thickness
cathode remains to conduct a portion of the anodic current. An addi-
tional benefit is that the anode provides some structural strength to
the cathode so that thinner cathodes could be used.

A 1,000-watt version of this cell was constructed and tested. The
electroplating consisted of iron deposited onto a copper substrate that
was plated onto one side of the magnesium. During the plating process,
higher than normal plating currents were used to achieve the greatest
possible cathode surface area (similar to sandblasted iron).

The cell produced approximately 20% more power than a comparable-
area dual-plate cell (see Figure ii). This increase was probably due to
(1) the measures taken to increase the surface area and (2) the low
resistance electrical current path provided by the copper substrate.

To better understand the bi-polar electrode reaction, a single
bi-polar electrode was placed in seawater. There was very little self-
reaction, and it ocurred only near the edges of the electrode. This
self-reaction rate was low because the current paths through the electro-
lyte were too long except at the edge; there the anode-cathode separation
was only about 1/16 inch (0.16 cm) (approximately the electrode
thickness).

Powdered Metal Cell

A preliminary investigation of magnesium and iron powder mixtures
as possible heat sources is described in Reference 12. The tests
included loose mixtures of size-graded magnesium and iron particles as
well as mixtures of particles that had been mechanically bonded together
by ball-milling * to produce microgalvanic cells. The results show that
ball-milled mixtures produce the highest reaction rates and that the
reaction is strongly influenced by particle size (area exposed to the
electrolyte).

Further tests were conducted to develop a heat source with a greater
specific output (W-hr/lb of cell) than the dual-plate cell [approximately
800 W-hr/lb of cell (6.3 MJ/kg)]. A means of controlling the heat
output was also sought.

Small-scale tests were run to determine the best cathodic material
for sustaining the reaction and the minimum percentage necessary to
produce heat at a usable rate. The test results were compared by the
rate of hydrogen evolution (directly related to power output) from five

*Ball-milling produces intimate contact between the particles.
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gram samples of the candidate mixtures (Table 5). Mixtures of 10% by
weight of copper or iron with magnesium gave the best combination of
rate and efficiency at reasonable cost. Although the reaction rates of
the magnesium-copper couple were higher, the magnesium-iron reacted at
a more consistent rate over an extended period. As a result, the
magnesium-iron couple was selected for larger scale tests.

The previous investigations addressed the power output control
question by adding small amounts of seawater to the dry powder mixtures.
When sufficient amounts of seawater were added to wet the entire powder
volume, maximum power output was achieved; however, further additions of
seawater had no appreciable effect. For the large-scale tests, control
was attempted by metering the powder mixture into a chamber filled with
seawater. The feasibility of controlling the reaction in this manner
was proved; however, difficulty was encountered in adding the dry powder
to the electrolyte.

To facilitate the addition of the reactants to the electrolyte, an
effort was made to develop an inert slurry with the powder. A mixture
of 50% morpheline and 50% powder formed a fairly stable slurry for
pumping. However, the powder tended to settle out of the mixture, and
the slurry was not completely inert; therefore, some reaction occurred
within the slurry. A second slurry was prepared that resembled tooth-
paste in consistency. This gel was completely stable and did not react
with the powder. Its composition was:

Constituent Proportion (by weight)

Magnesium-iron powder .............. .447.0

CarbowaxW MPEG ..... .............. .394.0

Armeen®\!y.Z ..... ................. .<19.7

Cab-O-Sil®... . ... ................ ... 3.0

Diethylenetriamine (DETA) .. ......... ... 1.0

The slurry was added to the reaction chamber with a caulking gun.
The large-scale tests showed that the slurry could be easily added to
the seawater, but that continued stirring was necessary to keep the

reaction at a constant rate. The slurrying agents were found to have no
detrimental effect on the reaction. A specific output of approximately
500 W-hr/lb of reactant (3.95 MJ/kg) was achieved with the powdered
metal reaction. With further development the specific output might be
competitive with the dual-plate-type cell.

The most important result of the powdered metal tests is that an
inert slurry has been developed. In slurry form, the powdered reactants
can be supplied on a demand basis. By varying the slurry addition rate
to a reaction chamber, power can be controlled.

9



Alloy Powder Tests

Although the powdered metal tests proved successful, the specific
output was not as high as had been anticipated by having the anodiz and
cathodic materials in such close contact. Evidently, surface oxides on
the metal (present during ball milling) acted as high resistance
electrical barriers to the current flow.

To verify this theory, a magnesium-iron alloy was conceived in
which intimate physical and electrical contact could be established
between anode and cathode. Through conventional alloying only a very
small percentage of iron («1% by weight) can be dissolved. This is
much less than the 10% that proved optimum for the previous powdered
metal tests. A process of mechanically alloying otherwise immiscible
metals [13,14] has been established. In this process, magnesium and
iron powders are milled in a high energy ball mill. The powder particles
are cold-welded together as the balls in the mill collide. Repeated
collisions cause particle fracturing and rewelding, and, eventually, a
uniform alloy powder is formed.

Alloy samples were prepared and tested. Powder particle sizes were
in two ranges: ''as-produced'' (larger than 100 mesh) and ''selected''
(smaller than 100 mesh). The initial tests showed that the as-produced
samples reacted more effectively. An alloy particle would generate a
gas bubble, rise to the water surface, release the bubble, and sink. On
the other hand, the selected (finer) powder would not release its gas
bubble. This resulted in a foam surface that actually lifted the powder
particles out of the seawater and prevented them from reacting to comple-
tion. Thus, the remaining tests were conducted with the ''as-produced''

particle size.
Figure 14 shows the relationship of milling time to reaction

efficiency. A maximum reaction efficiency of approximately 90% is
approached asymptotically as shown in Figure 14a. Figure 14b shows the
30-minute milled alloy achieves almost this 90% completion in I minute.
For additional tests the 30-minute milling time was used as the standard.
(The rapid reaction completion time is desirable for using the alloy as
a fuel.)

Initial alloy compositions were held constant at 5 atomic percent to
show the effects of particle size and milling time. Another group of
alloys of various iron percentages was tested to develop a family of
curves that relate reaction efficiency and power output to alloy composi-
tion. These data are shown in Figures 15 and 16. The zero-percent ball-
milled magnesium powder was tried to see if sufficient strain energy was
stored in the particles to cause stress corrosion. As can be seen in
Figure 15, some small amount of iron is required to produce a usable
reaction. Alloys of several alternate cathodic materials were tested to
see what reactions they would produce. These results are shown in

10



Figures 17 and 18. Nickel produced the only reaction that was competi-
tive with iron. For other applications the data presented may aid in
selecting an initial trial alloy composition.

Mechanically alloyed magnesium powders are well suited for a heater
designed to deliver variable or constant power. At a reaction tempera-
ture of 140°F (600 C), approximately 0.01 pound (5 grams) of alloy (10%
iron by weight) will produce 1,000 watts for 1 minute and wiJl be 90%
reacted. A possible configuration for a powder alloy heater is shown in
Figure 19; its control circuitry is shown in Figure 20. The rapid and
efficient reaction characteristics allow the powder to be fed continu-
ously into the reaction tube with the assurance that only a small
fraction of the available energy will be ejected from the tube as unre-
acted powder.

An estimate of energy density is 800 to 900 W-hr/lb of slurry (6.3
to 7.1 MJ/kg) compared with 500 W-hr/lb of slurry (3.95 MJ/kg) for the
previous powdered metal tests. Thus, a highly efficient, variable
power heater is conceivable using powdered magnesium alloy as an
energy source.

Summary of Experimental Investigation

The experimental work demonstrated that the dual-plate cell could
provide adequate power for the worst case (2,000-watt) diver application.
The cell reaction rate was found to be a function of both electrode gap
and electrolyte temperature. Other factors, such as electrolyte condi-
tion and circulation, affect cell operation to a much lesser degree.
The most important factor that controls the overall cell effectiveness/
performance is the power decay resulting from anode depletion (increas-
ing electrode gap). Attempts to provide direct control to minimize this
effect showed that inert cone spacers would be the best approach. A
simple means for implementing the cone spacers while providing adequate
anode/cathode flexible current paths is yet to be devised.

The bi-polar electrode cell offers simpler and more efficient
construction than the dual-plate cell, but present anticipated cost of
cell fabrication is excessive.

The powdered metal cell offers the advantage of controllable power
output and, consequently, more efficient use of the magnesium. In the
past, the disadvantage has been that the specific output was lower than
the dual-plate cell. The magnesium-iron alloy (Maglron) powder appears
to have a specific output competitive with the dual-plate cell because
of a much lower electrical resistance. Further improvements in slur-
rying may increase the proportion of active to inert ingredients, thus
increasing specific output. In such a case, the powdered alloy may
prove to be superior to the dual-plate cell.

The characteristics of the three cell types are summarized in
Table 6.

11i



EXPERIMENTAL HEATER DEVELOPMENT

To demonstrate the feasibility of using the magnesium-iron couple
as a self-contained heat source, two experimental heater models were
developed. A 16-kW-hr model (Figure 21) was designed to provide 2,000
watts for 8 hours. The second unit, an 8-kW-hr model (Figure 22),
was designed to provide 1,000 watts also for 8 hours. The discussion
below refers in detail only to the 8-kW-hr heater, since it was developed
last and incorporates improvements over the 16-kW-hr heater. However,
important differences between them are discussed.

Operation

The magnesium-iron dual-plate cell is contained in the insulated
case shown schematically in Figure 23. The heater is activated by
flooding the case with seawater. Heat, hydrogen gas, and magnesium
hydroxide are produced by the reaction. A heat exchanger immersed in
the electrolyte transfers the generated heat to a second fluid that is
circulated to the diver. Hydrogen gas is continuously vented through a
valve that maintains a small overpressure within the case. This pres-
sure drives a small amount of the slurry out through an economizer heat
exchanger. Fresh seawater is pumped counterflow through the economizer
to recover the heat from expelled hot slurry. Tile slurry and seawater
exchange maintains the electrolyte pH and density relatively constant.

Heater Case

The heater case provides thermal insulation, neutral buoyancy,
and protection for the heater components. It is constructed of syntac-
tic foam sandwiched between inner and outer fiberglass shells. The foam
provides buoyancy and thermal insulation, while the fiberglass provides
mechanical strength. Overall wall thickness for the case is 5/8 inch
on two sides and top and 3/4 inch on the two remaining sides. Heat
loss through the case walls with a 1060F (59°C) temperature differential
was found to be approximately 90 watts.

The case is built in two separate sections (Figure 22). The upper
case contains the heat source, electrolyte, electrolyte/suit-water heat
exchanger, hydrogen vent valves, and an economizer heat exchanger. The
lower case houses the pumps, motors, monitoring electronics, and inter-
connecting plumbing. The upper case is sealed, while the lower case is
free-flooding.

The seal between the upper case and the environment is an 0-ring
placed against a flat rubber gasket. Sealing pressure is provided by
six plastic cam latches. The overall outer dimensions for the 8-kW-hr
case are 8 x 8-1/2 x 14-1/2 inches (20 < 22 x 37 cm). The case weighs
11 pounds (5 kg). The 16-kW-hr heater measures 7-1/4 x 7-1/2 x 21-3/4
inches (18 x 19 x 55 cm).
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Heat Production System

The heat source, which weighs 10 pounds (4.5 kg), consists of a
series of cells (Figure 2) bolted (shorted) together. Twenty magnesium
anodes 5-7/8 x 7-3/8 x 1/8 inch thick (14.9 x 18.7 x 0.32 cm) and 21
steel cathodes 0.010 inch (0.026 cm) thick are spaced at an electrode
gap of 0.060 inch (0.152 cm). The electrode gap is fixed by copper
spacer washers that also serve as electrical current paths between
adjacent electrodes. Copper washers are used to minimize local reaction
on the anode.*

With the above cell construction the starting power density in
140°F (600 C) electrolyte is approximately 1 W/in. of magnesium surface
area (0.155 W/cm 2 ), which gives a total initial power for this cell of
1,800 watts. At the end of 8 hours, the power density decays to about
0.6 W/in.2 (0.093 W/cm 2 ), which provides the required 1,000 watts. The

decay is primarily due to increased electrode gap resulting from anode
consumption.

An important part of the heat production system is maintenance of
the electrolyte and disposal of reaction products. Hydrogen must be

continuously vented to prevent overpressurizing of the case. The
hydrogen vent system is designed to provide an electrolyte overpressure
of 1 psi (6.9 kPa) that is used to expel the spent electrolyte slurry at
a rate of 0.026 gal/min (100 ml/min) through the economizer. Since the
diver's orientation is constantly changing, the gas vents must be located
on all corners of the case. In this model, the hydrogen vents are
relief valves that are set at 1 psi (6.9 kPa) over ambient and are
equipped with neutrally buoyant rubber flapper valves (Figure 24). In

the presence of hydrogen, the flappers open, which allows the gas to
escape through the relief valve. With water present, the flappers close
to prevent hot electrolyte from being expelled to the environment.

A hydrogen-permeable membrane was explored for ventilating the
hydrogen. Nonwettable porous Teflons and other synthetic materials were

tested. The porous Teflon adequately vented the hydrogen with the
required overpressure in clean seawater, but it was subject to pore
clogging in the presence of magnesium hydroxide. Further investigation
is necessary to find a noncloggable hydrogen-permeable membrane.

The economizer heat exchanger (Figure 25) is mounted within the two
thick sides of the heater case. The seawater/magnesium hydroxide
slurry passes through the copper tubing. The 0.18-inch (0.46-cm)
inside diameter ind the 17-foot (5.2-in.) length of the tubing were
sized to provide a continuous discharge of 9.5 cu in./min [(150 ml/min)

Local reaction around similar steel washers causes the
anodes to prematurely corrode through, which separates
the main portion of the anode from the short circuit
paths.

13



at the 1-psi (6.9-kPa) hydrogen overpressure. Fresh seawater is pumped,
counter flow, through milled channels surrounding the copper tubing.
The rate is slightly greater than the slurry expulsion rate to provide
for water consumed by the reaction. The entering fresh seawater is
preheated by the expelled slurry. Tests of the economizer showed it to
be approximately 75% effective in recovering heat from the spent elec-
trolyte.

Heat Circulation System

Heat is distributed to the diver by means of a second fluid (sea-
water) that is circulated through a heat distribution garment surround-
ing his body. A schematic of the system is shown in Figure 23. The
pump circulates water at a rate of 0.6 gal/min (2.27 k/min) through the
semi-closed circuit loop. As this fluid passes through the electrolyte-
immersed heat exchanger, its temperature is raised to approximately
115 F (46°C). A piston-type thermostatic actuator, which is mounted in
the temperature control valve (Figure 26), senses the temperature of the
water delivered from the heat exchanger. The position of the thermostat
is set so that if the temperature exceeds 110°F (43°C), the piston will
open a thrGetling valve that will allow the hot water to escape to the
sea.

An equal volume of cold seawater is automatically taken in through
the always-open suction port at the pump. The cold water mixes with the
warm water returned from the diver before entering the heat exchanger,

and lowers the temperature of the water delivered to the diver. A
handle on the valve allows the diver to adjust the set point position of

the thermostat. With this handle the diver suit water inlet temperature
is adjustable for comfort control. By opening the valve, the diver can
bypass some or all of the heated water and circulate cool water through
the suit. The high temperature set point can be adjusted to a maximum
of 110'F (430C).

System Components

The pumps for circulating the diver suit water and fresh electrolyte
are shown in Figure 27. The permanent magnet DC motors are housed in
watertight pressure vessels. To avoid the need for shaft seals, mag-
netic couplings are used to drive the centrifugal pump impellers.
The pumps are activated by an electronic control panel (Figure 27)
that also monitors the system. The control panel contains three sets
of LEDs* which, when lighted, give the diver the following information:

Light emitting diodes.
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1. Low pump current (pump cavitating)

2. Suit water temperature too high [>110F (43 0C)]

3. Cell temperature below 140°F (600C)

The control panel also contains two off/on switches - a diver-operated
one for suit circulation, and another one for activation of the elec-
trolyte pump and electronics. Thermistors sense the cell and suit-water
temperatures. The electronic components are housed in a watertight
pressure housing attached to the pump motors. The electronic/electrical
control circuit is shown in Figure 28.

Power for operating the pump motors and electronics is supplied
from three parallel sets of four D-size lithium primary cells connected
in series to provide 10.5 volts and 17 A-hr. The batteries are contained
in watertight housings (Figure 29) that are mounted external to the
heater case.

Safety Considerations

Safety is an inherent characteristic of the heat source; the reaction
produces no toxic substances, and the high reaction temperatures that
might result from overheating are limited to the local boiling point of
seawater. If the temperature of the electrolyte exceeds 140 0 F, which
could occur if the diver load were to be less than the anticipated 1,000
watts, the electrolyte/suit-water heat exchanger will transfer the
additional heat to the diver circuit and elevate the suit-water tempera-
ture. This immediately activates the temperature control valve, which
causes the hot water to be dumped and cold water to be taken in at the
circulation pump. The incoming cold water creates a load that exceeds
the capacity of the cell, thereby causing a subsequent reduction in
the electrolyte temperature. As an additional thermal safety device, if
an excessive electrolyte temperature were to occur, the extra hydrogen
produced would cause a higher internal case pressure and subsequent
dewatering of the cell.

By adjusting the temperature control valve, the diver can automa-
tically control the temperature of his suit water at any point within

the O0OF-to-110OF (380-to-430 C) range. If the diver sets the valve
below the automatic control range, he can dump any portion or virtually
all of the heater output and circulate cool water through the suit. If
the temperature control valve should fail, the diver could remain
comfortable by periodically connecting and disconnecting couplings in
the suit-water hoses. The only possible hazard from the heater is the
accumulation of an explosive concentration of hydrogen if the heater is
operated in a closed space for a prolonged period of time.

15



Heater Testing

Laboratory bench tests of the heater were conducted to determine
overall performance. Electrolyte temperature, temperatures across the
diver load, and suit-water flowrate were recorded. The diver load was
simulated by immersing a copper tubing heat exchanger into a refriger-
ated bath. The heater's power output was calculated using the flowrate
and the suit-water temperatures. A typical power curve for an 8-hour
test is shown in Figure 30. Power output for the 16-kW-hr heater is
shown in Figure 31.

In late May 1975 the heater was first integrated with the heat
distribution garment and thermal protection suit developed by NCSL.
Previous tests with a diver had established a base line power require-
ment and typical skin and rectal temperature trends.

For the integrated test, the heater was carried on the diver's
back and suit-water flow and electrolyte and suit-water temperatures
were monitored. The diver's rectal temperature was used as the absolute
indicator of the heater's effectiveness. During the first 4 hours of
the test, the rectal temperature exhibited the typical slow decline.
However, just after 4 hours, it began to rise (Figure 32) and continued
to rise during the next hour. The test was considered successful since
the temperature rise indicated that the diver was returning to a stable,

normal condition.

Human Considerations

Since the end product of this development effort will be hardware
carried by free-swimming divers, a human factors study was initiated to
determine man/equipment interface problems (the appendix). The objective
of the study was to determine what size and shape the heater could
attain without restricting the free-swimming diver's mobility. Discus-
sions were held with cognizant tactical diver-oriented personnel, and
then mock-ups of potential diver heating units based on available free-
body space were built and tested. The testing involved diver/swimmer

drag measurements and diver subjective analysis.
The results of the human factors analysis showed that a chest mock-

up (Figure 33) was preferred over the others tested. The divers favored
the chest-worn unit, because they would prefer to retain the heater and
stay warm in the water if they should have to ditch their breathing
equipment.
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CONCLUSIONS

1. Laboratory and diver tests have proved the feasibility of the
magnesium/seawater reaction for producing heat. Up to 2 kW of power
have been produced continuously for 8-hour periods.

2. A reliable, safe, compact heater can be built that will supply the
diver's needs in cold water.

3. The specific power output in terms of volume and weight is competi-
tive with past developed and potential future heat sources.

4. Based on the results of laboratory and diver experiments, a neutrally
buoyant, diver-carried, dual-plate heater can be expected to occupy a
volume of approximately 143 in.3 /kW-hr (2,340 cm3 /kW-hr).

5. Since the requirements for heat will vary in accordance with other
factors, such as depth, water temperature, and diving systems, it is
expected that future heaters will be modular and will have variable
power output and endurance.

6. In the case of the dual-plate heater cell it may be more practical to
use a submersible- or diving-bell-mounted heater and supply the diver
through a hot water umbilical; however, large heat losses in umbilical
hoses could require the heater to be several times the size of that
needed for actual diver use.

7. It is practical to consider using the magnesium/seawater reaction as
an emergency heat source on submersibles or as a come-home heat source
for divers. The system would be activated by charging it with seawater
when heat is required.

8. The final location and configuration of the diver-carried heater
will be determined by diver needs and breathing apparatus. For one Navy
operation it was found that a chest unit mounted under breathing bags
was most practical in terms of diver comfort and swimability. This unit
could supply 2 kW-hr, would occupy a volume of 2 x 20 x 20 inches
(5 x 15 x 15 cm), and would be neutrally buoyant.

9. For SDV-type operations it would be practical to consider mounting
the heater in the SDV instead of on the diver. A smaller, shorter
duration heat storage or heat production pack could be carried by the
diver for out of SDV operations.

Swimmer Delivery Vehicle, a wet submersible.
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10. The major problem yet to be resolved in the development of a free-
swimming diver-carried dual-plate heater is the venting of hydrogen
produced by the reaction. The vent system must be operable in virtually
any orientation, while preventing excessive electrolyte leakage to sea.
Operation of the vent system is further complicated by the clogging
nature of the Mg(OH) 2 reaction by-products.

11. The alloyed magnesium-iron powders offer a viable solution to some
of the undesirable characteristics of the dual-plate cells, including:

(a) Higher specific output than the dual-plate cell
(b) Constant or controlled power output
(c) Attitude insensitive to venting of H2
(d) Easily modularized to suit mission requirements

RECOMMENDATIONS

1. A plate-type (dual or iron-plated) magnesium-iron heater for use in
limited orientation situations, such as mounted on a PTC, SDV or submer-
sible, should be built and tested. This heater could also be used as a
standby emergency heater for the same vehicles.

2. Additional test and evaluation of magnesium-iron powdered alloys,
including other cathodic materials, should be conducted. Based on the
results of these tests, a portable diver-carried heater with constant or
variable power output should be designed, fabricated, and tested.
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Figure 10. Cell output as a function of
cathode thickness.
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Figure 11. Bi-polar and sandblasted shimstock electrode test compared
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Figure 12. Cell output as a function of seawater concentration.
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Figure 21. Experimental 16-kW-hr diver heater showing the
magnesium-iron cell.
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Figure 25. Economizer heat exchanger built into case of 8-kW-hr

diver heater.
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Figure 29. Battery case (one of three) and a set of lithium primary
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Figure 30. Power curve for 8-kW-hr heater tests.
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Table 1. Energy Values of Various Reactants

(e = electrical output, t = thermal output,

NEA = no experimental values available.)

Energy Produced

Source (W-hr/lb'

Theoretical Actual

Batteries

Proposed magnesium seawater 1,850 l,800t
reaction, Mg + H20(Fe) 400,

Magnesium-silver chloride 90

(torpedo battery)

Lead-acid (secondary storage battery) 74 15e

Silver oxide-zinc (silver cell) 201 50,

Manganese dioxide-zinc (dry cell) 130 25,

Nickel-cadmium 96 15,

Mercury oxide-zinc (merc,,ry cell) 104 40,

Zinc-air (air batteries) 400 8 0e

Sodium-oxygen (battery) 1,010 2 5 0 e

Magnesium bromide (experimental 250 60e

organic cathode)

Sodium sulfur (experimental) 350 150 e

Lithium chloride (experimental
high-temperature-fused chloride) 1,000 250 e

Lithium fluoride (experimental) 750 i00 e

continued
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Table 1. Continued

(e = electrical output, t = thermal output,
NEA = no experime.,tal values available.)

Energy Produced

Source (W-hr/lb)

Theoretical Actual

Combust ion

Fuel oil and liquid oxygen 1,370 1,370 t

Fuel oil and 90% hydrogen peroxide 970 970 t

Butane-0 2  2, 100 t

Latent Heat

Lithium hydride (sensible heat 250 NEA
and change of state)

Lithium fluoride (sensible heat 305 NEA
and change of state)

Boron (sensible heat) 290 NEA

Mono Fuel

Hydrazine hydrate (decomposition) 1,520 NEA

Isotope

Plutonium 238 (8-hour exposure) --- 2 00 t

(1Value includes weight of shielding and hardware.

Note: I W-hr/lb 0.45 J/kg.
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Table 2. Summary of Reaction Parameters and Their Effects

Parameter Influence Effect on the Reaction

Electrode gap Cell internal Decreasing gap increases
resistance reaction rate. Small

gap can cause the
Free transport products to clog the
of reaction
products gap which excludesthe electrolyte from

anode surface, thus
reducing the reaction
rate.

Electrolyte Transport of ions; Raising temperature
temperature solubility of increases reaction

products rate; no noticeable
effect on energy
density.

Electrolyte pH Rate of pre- High pH can cause an
cipitation of Mg(OH) 2 barrier to form
Mg(OH) 2 near the near anode, which excludes
anode the electrolyte, thus

reducing the reaction
rate.

Evolution of H2  Low pH (excess H+ ions)
at the cathode promotes the formation

of H2 at the cathode,

increasing the reaction
rate.

Electrolyte Transport of An electrolyte thick-
density reaction products ened with reaction

products slows the
transport of fresh
electrolyte to the
electrodes, thus
reducing the reaction
rate. Also reduces

removal of products
and increases pH
at anode.

continued
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Table 2. Continued

Parameter Influence Effect on the Reaction

Hydrogen gas Cell internal Gas bubbles displace
volume in resistance; elec- electrolyte from con-
electrolyte trolyte circulation tact with the anode,

reducing reaction rate.
(The effect of the gas
is particularly evident

near the top of the
cell where there is the

largest proportion of
gas bubbles. After the
anodes have reacted for
some time, they are
tapered, with the thick-
est portion being at
the top.)

Anode compo- Reaction product Pure magnesium produces

sition consistency a fluffy product that
easily clogs the elec-
trode gap (decreases
reaction rate). AZ-
31B-0 or AZ-31B-H24
magnesium alloy produces
a product that readily
precipitates (does not
slow reaction rate
except after much pre-
cipitation has accumu-
lated). Other anode
compositions have been
investigated, but AZ31B
was selected on the

basis of availability,
performance, low cost,

and lack of pollutants,
such as Hg.

Cathode Unknown Iron cathodes produce
composition a reasonable reaction

rate; other cathodes
produce significantly
lower rates.

continued
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Table 2. Continued

Parameter Influence Effect on the Reaction

Internal cell An iron-plated copper
resistance cathode exhibits an

accelerated reaction

rate, probably due
to the decreased

resistance of the
copper substrate.

Anode physical The area of the anode
condition exposed to the elect-

rolyte determines the
reaction rate: more
area - greater rate.

Cathode physical Polarization Rough surface cathode
condition (hydrogen produces a higher

overvoltage) reaction rate than

a smooth cathode.

Electrolyte Internal cell High salinity produces
composition resistance; high reaction rates.

ion mobility
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APPENDIX

Human Factors Considerations in Self-Contained Diver Heater Design

by F. B. Barrett

BACKGROUND

A limited human factors analysis of self-contained diver heating
systems was conducted to determine man/equipment interface requirements.

The analysis was accomplished primarily through in-water test trials of
several heater mock-ups and through discussions with combat swimmer
personnel and appropriate Navy diving authorities. Equipment compatibil-
ity tests were also conducted during Swimmer Delivery Vehicle (SDV)
operations by personnel using Navy Mark 6 underwater breathing apparatus.

PRELIMINARY CONSIDERATIONS

An analysis of underwater breathing apparatus (UBA) currently in

se by Navy tactical swimmers and probable future configurations was

r1ducted to determine possible locations for diver heater components.
Ihe major requirement placed on the analysis was to minimize the re-

strictions imposed on the swimmer and his mobility. As a result of this

analysis, three heater mock-ups were fabricated for in-water test and
evaluation (Figures 33, 34, and 35). A brief description of the mock-ups
is contained in Table 7. All of the mock-ups were fabricated from wood
and weighted for neutral buoyancy; the leading edges were faired to
reduce hydrodynamic drag. The chest and wing tank mock-ups were con-
figured to be compatible with the presently used Marl. 6 UBA. The chest
unit appeared to be compatible with all known types cf Navy UBA's. Sme

UBA's have enclosed back packs that make adaptation of the back pack

wing tank units very difficult.
A mock-up of the heater control panel was fabricated and is shown

in Figure 36. The basic unit was 2 x 3 x 4 inches (5 x 8 x 10 cm). The
control handle was 2 inches in diameter with pronounced knobs. Small
diameter LEDs were simulated.

TESTS

The chest and wing tank mock-ups were tested in a swimming pool in
conjunction with the Mark 6 UBA. The apparatus shown in Figure 37 was

used to determine the mock-up drag characteristics. Divers were pulled
through the water at 1-knot speeds while submerged. Considerable varia-
bility in the results was c'oted; however, the drag was verified as being

a fraction of 1 pound.
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Two divers swam laps in the swimming pool while submerged. They
were asked to swim at a pace which they could maintain for long-duration
swims. The objective of the test was to obtain their subjective feelings
of heater interference with surface and underwater swimming. The results
of the swimming test are contained in Table 8. Speed loss was judged to
be noticeable, but not excessive. The divers indicated a preference for
the chest mock-ups although, subjectively, neither mock-up seemed to
interfere with their mobility. They felt that in the chest mode they
could retain the diver heater unit in emergencies.

The mock-ups were further tested in conjunction with routine SDV-
type operations. Combat-type divers were required to swim approximately
one-half mile underwater and 100 yards on the surface using the back
pack and chest mock-up heaters. The test results were in the form of
subjective comparison by the divers. Interference with SDV operations
was noted. Also, the divers stated that they would prefer having the
heater mounted directly on a SDV in order to lessen the gear they have
to carry.

RESULTS

1. Noticeable, but not excessive drag, was observed from swimming with
the mock-ups.

2. Divers preferred the chest mock-ups, because it would be possible to
retain the diver heater following ditching of the UBA.

3. Interference with swimming or arm movements with either of the mock-
ups did not appear excessive.

4. Both mock-ups interferred with SDV-type operations.

a. The chest unit resulted in difficulty in bending forward while
seated, thus interferring with instrument reading.

b. Divers could not bend far enough forward wearing the chest unit
to open the flood doors of the SDV.

c. While using the back pack mock-up, it was difficult to reach
the Navy Mark 6 UBA bypass valve and air ON-OFF switch.

5. Divers reported no difficulty in reading the displays. It was quite
simple to operate the controls using thin neoprene gloves; however,
problems could be anticipated using three-fingered mittens.
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CONCLUSIONS

1. Additional human-factors-type analyses are required to provide
heater systems that will be compatible with both swimmer and SDV-type
operations.

2. Most divers would prefer having an SDV-mounted heater to lessen gear
requirements. This comment does not take into consideration the physio-
logical requirements of operations in 280F (-2°C) water. [Many divers
appear to be unaware of the actual problems that result from extended
operations in 280 to 300F (-2 to -10 C) water.]

3. For diver-heating equipment to be acceptable to fleet units, it must
be as compact, serviceable, and maintenance-free as possible.

4. Future heater units should be tested in conjunction with newer SDV's
currently under development.
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Figure 37. Diver dcag test apparatus.
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Table 7. Description of Mocks-ups

Predicted
Mock-Up Type Description Capacities

Chest 3 in. thick x 12 in. wide x 8 kW-hr
14 in. long; worn under 2 kW for 4 hr
breathing bag

Wing tanks 2 in. x 3-1/2 in. x 25 in., 4 kW-hr
plus 2 in. x 3-1/2 in. x 10 1 kW for 4 hr
in; attaches to outer sides
of gas tanks

Backpack 4-1/8 in. x 6-1/4 in. x 24 8 kW-hr
in.; attaches to back of 2 kW for 4 hr
breathing gas tanks

Note: 1 in. = 2.54 cm.

Table 8. Mock-up Performance Tests in Swimming Pool

Speed (mph) for - Mean
Diver Gear Speed LossDiver A Diver B(mh

(mph)

Mark 6 UBA 1.12 1.48

Mark 6 UBA plus 1.08 1.51 0.015
chest heater
unit

Mark 6 UBA plus 1.06 1.37 0.075
wing tank heater
unit

Note: 1 mph = 1.6 km/hr.

71



DISTRIBUTION LIST

AC ENVIRON. HFALFH LAB McClellan AFB CA
AFB IAEIT/1.I)., Wright-Patterson OHW ABGi/DEE OF. Nether%). (Goodfellow AlFB IX. ( 1StH. Wright-I'itie illn.

SAMSO/DEB. Norton AFB CA: Stinfo Library, (flt NE
ARMY AMSEL-GG-TI). Fort Monmouth NJ: BMI)SC-RE OIL McClellan) Huntsville AL: I)AFN-t'WL,-M 01 ICDI

Binning). Washington DC: I)AEN-FEU. Washington DC; I)AEN-MF'E-I)Washington IX*: Natick laboratories

(K~oh Hu) Natick MA: Tech. Ref. Div., Fort Huachuca. AZ -

ARMY BAL.IisTrIC RSCH LABS AMXBR-XA-1B, Aberdeen Proving (;round MI)
ARMY COASI'AL. ENGR RSCH CEN Fort Belvoir VA
ARMY ('ONSTR ENGR RSCH LAB Library. Champaign 1I,
ARMY CORPS 01: ENGINEERS Seattle D~ist. Library. Seattle WA
ARMY CRREL. A. Kovacs. Hanover NEI
ARMY I)EV REA DIN ESS COM AMCPM-CS (J. Carr). Alexandria VA
ARMY ENGi WAIFFRWAY S F XP STA Library. Vicksburg MS
ARMY ENGR DI1ST. Library. Portland OR
ARMY MISSILE COMMAND Redstone Sci. Into. C'enter (IWcuments). Redstone Arsenal AL
ARMY MOBIL EQU IL' R&D) COM Mr. Cesasco. Fort Belvoir MI)

ASSTSE('REFARY OF IHE NAVY Spec. Assist EnergyiP. Waterman).Washington D)C: Spec. Assist Submrines.
Washington D)C

BUREAU OF RECLAMATION Code 1512 (C. Selandert lDenverC()
MCB ENS S. 1). Keisling. Quantico VA
CNAVRES Capt J- A. Erickson. Ne%% Orleans L.A
CN M Code 03Z
('NOCodc OPNAV 904H: OP987114 (B. Petriet. Pentgon

( )MCBPAC Operations (Olf. M akalapa if
(AINAVMARIANAS Code N4. (juam: ECE. (juam

COSLIIDEVG(;RON F Operations Off'r. San D~iego. CA
'OMIWT I. TH NA VD I)'1San Francisco ('A
I, I+ NSI{ I)( I ME NI A ION ('FR Aleitandria. VA
INSRIX'(ode I1548 (1. Ismi). Bethesda MIl)

D( NSRI)(Codc 522 tVibrai \ j Annapolis Wt)
E ,NE RGY R&D) AD)M I N. D~r. Vanderryn. Washington O C: INV II lech. ILib. ) Reports Sectiont. Idat~ho Falls 11)
E:NVIRoNME-'NIFAI. PRO II{('IION AGENCY MI)'Ii P. Halpint. Research] riangle Park NC: Reg. VIII. XNIWASI

1:l. ICOMH~lA I'I)IRSYS IR A(CE NI ANI I'WO. Virginia Bch VA
G.SA Offtice of ('onst. NIgmt ) M. WhitleN . Washington IX'
HOF( I RRPS 2nd FS( '(. Wtaudilliit ('antp I ceteuue. NC
KWAJAI.EIN MISRAN IIMISC-RKL.-C
NI ARt NE CORPIS BASE I ouit. tOffice, (atmp P'endleton (A
MARlINE CO( RIPS HQS (odite L II f'2. Wishitgtiin 1X

MI(AS (Code S4. Qii.iniica V Nt
MC('I Base NI in t. () ffr. Qiiai tci N A
M('CRI PW 0. Satn LOicgi (a
NAI)Code 0111ll-I. Ha%% thi rie NV
NAS .'Nst (',S CFI: ILead. (Chico. Petit Offr I'W'Sclt Help t)is . Beesille I N. PWI). Millingtiot I N: Rtl 11C t)it (J

Sheppard, Pointuitui ('A: SOT f'I I n Ie(

NANSIPY1WI) ('itumandeg . N'illeto. (A~
NAV('OAS1 SYSI All ('odte 71(1. tltoit. ('d 71(11J. Nltitteinirit:) ('ode '7101 (Ji. Quirk): I tbtat,
NAV('t)INiISt \N L'Vi. tort .'maidor ( itil lone
NAVI'ACENG('t\ ( (iode (0411H. ('ode l"Sl .(ode 11BS. ('ode (mlW B:(ode 101: ('odte 101 i('I) Dlibtthiitu. ('ode 10(2,

4M. arrt P('-22 (F. Speticert. P[ -2
NAVHl) SP 1. 1 H. I- Isber nil. t'uiirti, Hit.,
NNOEANo) ('ode 1611) ' ('odte A41201 Kisitupi
NAN') R1S'I A PW). I omiltle K)
NAVPS('OI U'. I horuto,,. NMonmiee C A
NA'PHIBIASI. ( 'tide S 11. Norfolk VA. (W ( I I

72



NA% (iNIVI)(+IN SU 1 iI.( DR B. I . I hursionL Sin Ditgo CA
NAVS(OI.CC(I1- (11
NAVSI' '(RV(A PA 0. I un SIi., I(in-io.
N.AVSH IPYVI)C(ode 44)4. P'uget Sound.C ode4 414. Marv I,. V tile ii ('A ( ode 440. Norfol k S(V. Peatrl H arhor I
NAVS IN C0 'I).W 1) 0 Ross . %11idvat Isand
N A"SkI'l AP( IC0I. SeaIt le W 'A. ('oie 4. 12 Marine (ops IiSI. I rIsC.11le Is.. Sanl liancisco CA
NA I I R IS I A ('H (d' NII Nai~al Studics Hoard. Waishingtin DC(
NAVAIRSYi SC0M I I W. Hall. Washinglonf IX'

N.AV'AL VACII I I N PU (,ipe HKiierjs. Bu\Ion NC'. PWI). I eni..'ile Hch. I erndaile (A
NAN ('INS 1 AM I N ( 0 1( IDR C(I, Neugenri. Port Flueniiee.A
N.A% II ()I)-A(' ('(lde 6(IS. Indian Head Ml)
NAV' I' Jl NI itt Ni DR 1,k K lDiootin. Ale\anii VA: ('ode 0I45 (i1). Potiii' ('ode 11241 1U. 0). SicVftsi.

Alt:.xndiim V A
\A\VI AL' ( t ( '4 (N ('iII 1)1 DV. C ode 4101 IH IDVoei: C'ode I' P11-I W(. Hodey , ('ode IPI (- i( tiseni: ('ode

I-Pit W(2: ('.ude I P() ISPllI i I I Sullifanl
NA\ I Vt I N(di( M -I A N I DIV HIl &l'1.( 041P2. Norfolk VA
NAV I A(+[ N6Cll(Ni NIR 1kil DIV. ('ode 1028. KOWA~l.l .. P'hiladelphia P.Al Rol)('(' . Luiniracs. ('rune I N
NAV I A('I N(( ' (N P.A( DI\ , C ode 4012. HIDIWI ,l'earl tmot III. Commnanders
NA% I.(T '1 \ ( '4IM SOLt I H DIV C>(ode I4). RI)I &1- 1.0. ('harlesion St: Dit., Nc\A 4 ilans I A
NA I \('I N() MI( - \\I W 1 1 N . I12. AROICC(. ('onuiacls. I \% enit nine Plalms C'A: ('oides WP1A 0 911 21)
NAVI A('lNG('I)M ('N I RAUL S Bethesdfa. Lesigli IDik.(R iI& lon Aleindria VA. Ing ivs dii'. Suih\&cI P.

RI ((( CDR* J. I lechI. Siihi K.. R.P.: R( (FC. Pacific. Stn Brunot (A; I RIDE N I i('I J.R Jaicobsen).
Bremerton \NA 9N101(

N.AVIARI'tiH'S I RANCE N ()RV I I 1114(11 D.R. .I asoni, Denir ()
NAV'N'IIWRLi MtS SF')1 I ()(It. Pori HuenrieC(A
NAV IIIl l" ('ode 34) Ac xeidi aV A
NAVI' URIS IDit'edui'. Washington It
NAVPtiS('(I . Code 212-4 (lihiars Moniei'e (A
N.AVSIASYS('(IM ('ode SEA 00C(
NAVSII'GHIAC'I'PW0. FdielI Scotland
NA'VSIIIPYI) ('oide 2(42.4. long Beach C'A: ('ode 2012.5 1 Al'rary iPuget Sound. Br'emerton WA: C ode li n~iiih N II.

F ib'rary, Portsmouth N Hf
NAVSUPPA("I'AR0U (I- I. R. I-ockcij. Naples liaR
NAVWPNSUIIPCEN PW(I
NAS (ode 18F ' NS PTJ Hickey). Corpusthristi IX UK'. HI'417. IIak Harbor WA: PI) (I-NS U S Agorios

('hase Field. Beevi lie IX : PWIIMB. 'tress i. I dlas 'I X
NA'l. f('t.AN AND AIM 1)S.. I)MIIN. librairies I)iv.-l)123. Silver Sping Nil)
NAV('I)AS'ISYSI.AH ('I). Paniniai('ity N.
NAVCOMNMSI A PWI). Norfolk VA
NAVI-..:XSS'OM\ ('ode PM I-124-6l. Wishinglon DC'
NAVFACING('IM - WFSI' D)IV. (ode ((41
NAVFA('L NGI I I CIN FNR A ("S (Code 09F. 1I RII)FN 1. Bremerion WA
NAVII(F".ANSYS('VN ((II.4099 (F. Hamnilton?. San IDtegoC(A: (ode 4(NID. G. Moorei. Salt IOiiao'A: C'ode 6; 44

4R. Jonesi: ('ode 65) H. IAlkinglonl: ('ode 6565 (lech. F ii. . San Diego ('A (ode 67114: Reseich Iii'.. Sin Diego
CA: StE ((ode 6600). San D~iego CA

NAVP~i('( (1. .cipper. Monterei (CA
NAVSI'(' od;: h0341 (.ih ar.% i. Washington IX,
NAVSHIPIYI) ('ode 4; 1 H. Clements). Vallejo CA: PWD I I: N. H. Hall . long Beach IA
NAVTIRAI-QU IP('EN lechnicatlibhrr. I IlatndoVil.
NAVWI'NSIA (okde 492A it. i'ederickslSeil Bech ('A
NAVXI)IV I NGIjI IA.N.Pri.Pn a'l 1:1.

NI*B '(NF.- (All FN. W . Pletei %en). Pot I itienetne. CA: 11.1 AI)I(' ('ode 1 IWI Ingig. (itpoIi'IS
N('BU 411 II( Norfolk V A
NNMICH 13(I' NSf .W ile054Ieain lp. nt:. F P.Digeorge
NRI. Uode 11441 IRA. Skopi. Washington DC'
NH( )I'(IUniv I olorado II I) H Burns). BoulderCI'I

NSC I ode 74(3) N. M iller). lietirl FarltrtHI:I. Wynnc. Nortilk VA

73



NI( (ode S4 iF N S P. G. Jackel. Orlando Ft.: Commander
NL'S('(ode F At23 iR.S. Munn). NeA LondonCT; ('ode S33. B-HO(J. Wilcox): ('ode SB 331 (Browkn). Ne%%port RIL

('ode FI 31 (G. De lit Cruz). New London CT
(K'E ANAV Mangmt Info D~iv.. Arlington VA
OCFANSYSIANT LI' A.R. (jiancola. Norfolk VA
ONR (CDR Harlet. Boston M A
OFFICE SE(CREI ARY O F D)FENSE OASD)I&L.(Pentagon (T. Casbergl. Washington I)C
0?NR ('ode 484, Arlington V A; Dr. A. Laufer. Pasadena CA
PA(MISRANIAC CO. Kekaha HI
I'M I ('Pat. Counsel. Point M ugu ('A
PC (ode 11 (F. lN S A. Eckhart 1: ('ode 120C'(A. Adams); ('ode 505A (H. Wheeler): ENS I.A. Squatrito. San

Fr-an:isco Ba . Oakland CA: OICCBU-405. San DiegoC(A:

I'S('(i ((G-E("VI/tl Burkhairt( Washington.DC: HQ (GECV-3). Washington )C: MM*I-4. WashingtonIX'
CS( tA(AIEMY II N. Stramandi. New LondonCT
US((6 R&I('N IEFR ('0:1). Mother~kay. Groton CT: Tech. lDir.
USNACh. Mcvh. Engr.Dlept: Energy-Environ Study Grp. Annapolis, MD:, Engr. Div. (C. WuAnnaiplolis MI):

I nwion. Prot. R&lD Prog. (J. Williams). Annapolis MD: Sys. Engr lept (Ir. Monneyl. Annapolis MI: SyS. Engr.
DL pi i R McCo

.%Nll-RI('AN UNIVERSIT-Y WashingtonlIX' M. Norton)
ARI/0NA State Energy Programs Off.. Phoenix AZ
(ALI.1FORN IA I NST11I'T E OF TECHNOLOGY Pasadena ('A) (Keck Ref. Rm I
CAlIFORNIA SlATE U NIVERSITY LONG BEACH, CA (CHE[.APATI); LONG BEACH. (A (YEN)
Ct()I,0 RAIX) SlATE UNIV.. FOOTHILL CAMPUS Engr Sci. Branch. Lib., Fort C'oilis ('0
(O(RNE.I. UNIVERSITY Ithaca NY (Serials Dept. Engr Lib.)
D)AMES & MOORE L.IBRARY LOS ANGEI.ES. CA
FLORID)A A [IAN I'C UNIVERSITY BOCA RATON. El. (MC ALLISTER)
El ORI)A AtL.ANII(' UNIVERSITY Boca Raton FL)W. Tessin)
FL ORID)A TEFCHNOLOGICAl. UNIVERSITY ORLANDO. FL- (HARTMAN)
tl11l. & ENERGY OFFICE CHARL.ESTON. WV
(iORIX)N MCKAY L.IB (Cambridge, MA)(Tech Report Collection)
HAWAII SIA FE D)EPT OF PL.AN. & ECON l)EV. Honolulu HI (Tech Info ClrI
INI)IANA ENERGY OFFIEI( Office of Petroleum Allocation. Indianapolis IN
IOWA SI ATE UNIVERSITY Ames IA)CE Dept. Handy)
VIRGINIA INSI'.01- MARINE SCI. Gloucester Point VA (library)
LEHIGH UNIVERSI I"Y BETHLEFHEM, PA (MARINE GEOTECHNICAI. LAB.. RICHARI)S): Bethlehem PA

(Linderman Lib. No. 3(. Flecksteiner(
LIBRARY OFC(ONGRFSS WASHINGTON. l)C IS(IENCES & TECH [)IV)
LOUISIANA D)IV NAT URAIL RESOURC'ES& ENERGY D~ept. of (onservation. Baton Rouge L.A
1.0WC(OUN I*RY RI'. PL AN. COUNC'IL YEMASSEE. SC(BAGGSI
MAINE MARl I IMF- A('AID MY ('ASTINE, ME ILIBRARY)
MASSA('HUSE ITS INSIT. OF TECHNOLOGY C'ambridge MA IRm 101-5(X). Tech. Reports. Engr. Lib.): ( arubidge

MAtRm 141 E21(. Tech. Report L~ib.)
MIl('HI(iAN TE1('HNOI.OG;I('AI. UNIVERSITY HOUGHTON. MI (HAAS)
MISSOURI ENERGY AGENCY JeffersonCity, MO
MI I Cambridge. M A (Harleman)
NAIl1. AC'ADEMY OF: ENG. AI.EXANI)RIA. VA )SEARIE. JR.)
NY C'II Y ('OM MUN IlIY COLLEGE BROOKL.YN. NY (L.IBRARY)
o-IoS-1 ATE' UNIVERSITY COl.UMBUS. OH (INST. OF POLAR STUD)IES)
OREG ON STlATE 1:U N IVFR SITY CORVALIS.1. OR (CE D)EPT. BEI.I L1 T R. B. Steinir. N R0I('Unit. (Cor' allis

OR
PENNSYLVANIA STIATE'1 U NIVERSITY STATE ('0 .I.GE. PA (SNYDER)
PURDUE; UNIVERSITY L.A FAYFITE. IN (ALTlS(HAEIFlI.); LAFAYETTE. IN WE LIB): Lafaset IN

i -conards)
SC'RIPPS I NS II I UTI 1:0F OCE A NOGRAPHY ILA 0.1A ('A) jAIAMS): San D~iego, CA) (Marina PhN . I ah. Spies,)
SI ANFORI) UNIVERSIYS SANFORD. ('A (DO)UGlAS)
Sl ATE' ENERGY OFF. ALNTA. GA (BONHAM)
SI Al'I HO USE AUGU I'A. M I; (MAINE SI'A II lUEL All .o(' & ('ONSFRV. 0 I.F
S1tAlE UNIV. OF N LW YORK V0R1 S(HUYI ER. NY t .ONGiOBARII

74



li1'XAS A& M UNiVERSITY COLLIEGE STAriON. I'X(CL DEPT): CollegeIX (CE Iept. Herbich)
BONNEVILF.E POW ER ADIM IN L~os Angeles CA (Hancock Lib. of Bio. & Ocean)
UNIVERSITY OF CALI FOR N IA BERKELIEY, ('A (CF DEPT, GERWICK): BERKEL.EY. CA ((EDEPTI.

MITCHELLI): BERKELEIY. ('A (OFF. BUS. AND FINANCE, SAUNDERS): Berkeley ('A(E. Pearson):
DAVIS. ( CEDIEPT. TAYL.OR): t.aiJolla(A )Acq. 1)ept.t(lb. C-075A): SANDIIEGO. CA. LA JOLA. CA
(SE ROC K I

UNIVERSITIYOFDI)AW ARE Newazrk. I)E (I)ept of(Civil Engineering. Chesson)
UNIVERSITY OF HAWAII HONOL.ULU. HI(('E DEPT. GRACE): HONOL.ULU. HI(SCIE.NC'EANI)IEC-(H.

D)IV.)
UNIVERSITY OF ILLIINOIS URBANA, ItDAVISSON): URBANA. lI. (LIBRARY)
UNIVERSITY O1: KANSAS Kansas~ieological Survey. L~asrence KS
UNIVERSITY OF'M ASSA('HU SLIS(Her~onemus). Amherst MA CE D~ept
UNIVERSITIY OF M IC'HIGAN Ann Arbor MI (Richart)
UtNIVERSITIYO01 NEBRASKA-L.INCOL.N L-INCOL.N. NE (SPLI-TSOESSER)
U1NIVERSIT'Y OF NEW HAMPSHIRE DURHAM. NH (L-AVOIE)
UNIVERSILY OF RHOIDE ISL.ANI) KINGSTON. RI (PAZIS): Narragansett RI (Pell Marine Sci. I~ib.)
UNIVERSITIY OF-I LX AS Inst. Marina Sci(Library). Port Aransas TX
UNIVERSI I YOF I EXAS AT AUSTIN AUSTIN. TX (THOMPSON)
U NIVERSITIY OF WASHINGI[ON lDeptof Civil EngriDr. Mattock). Seattle WA. SEATTl.E. WA (APPIAED

PHYSICS LAB); SEATTLEF '. WA (OC'EAN ENG RSCH L-AB. GRAY): SEA ITI.E. WA )PA('IIIC MARINE
I-NVIRON. L.AB.. HAI.PERN)

LNIVIERSIlY OF W'ISCONSIN MilssaukeeWl (('trot Great [.akes Studies)
US [) 11 )I - CO0MM :1R CE N OA A, Marine & Earth Sciences I-ib.. Rockville MI1)

S ;(1-)6) I(.A I SI'R V F-Y Off. Mariine (ieology. Mailstop 915.Reston VA
'. N IURACOI NI Y I NV IRoNMENFAL. RE:SOURCE AGLiN('Y VENTURA.C(AIMIVINI
%I RMON I SI AIF- I- NI RGN OEEI1:('E MON-ITEPEIIEl-R. VT(F1)IRE:("'OR)

'~IR . N'SS A -N I-RGY0OLE RICHMONI). A.
\1l Ht lS[P.( I ( A(HRP Ac:quisition (ir-OLp. ilo% Angeles (CA
-'tH \IRC(I) I) 'loing. Iairwi'teroHi
\11-~N \%Il RRIll-I I I)(O).DIAI.I.AS.I*XSMII'H)

IA)I I) l -~ CtINN .(4F-N.

ititA H)() I 11loition IX 11) Waidi
I XI (.si I'c Sci s ~ esI nglish Notth Vancoius c: lokedPto.Ss.ld.Ns etise C lMc

I i' N-sst~giit.,d hi .St Johns. Suire\ or. Nenninger & Chenes ert Inc..
iii %HuNlI1)1 I It RI SI ARC(H(CO. I.AFIABRA.('A(BROC)KSI

R ) I iit11 Ni 1 I NKI N S& ASSOC Coilunmbia SC
%qit \A49 \) ]Il I %NIHRS KI% I'i HI IAS (I ibiark1. Oslo
I I ) N II it N 5510( I N K ING 0I- PR USSI A. PA (FI Il[.)~

i \i oN it lit I It (N %RI S I A RCH (O Houston IX (A. Butilei Jro
I k~ I% 1 i I wviciii e Boulo . g ne, 1P Jensen. Boulogne: Roger I -a( roi s.Parts
(,I M) \ I XH1\I i ) l I MFIN I Nl- WP)RI B 1;A(H.(CAHOIEl
(Al t )INt 'sh..i Side 1I) ((hcs Inst. D~is.. 'W. Paul)

(H)NIM 1\ \,\I Ht tSPA-( I (t 0141 Bethpage NYi Iech. Info. ('tr)
litil '1 ', 1H( kH\ I I (Cijiset ( it% (At lech I~oc. ('ri
It x kill 1 1) XIISSII I S A SP:S(F (Co. INC. SUNNYVAI.F. ('A (PH1l .I.I1S)
IN kill 1I1) tIC I AXN I ABO)RA IORY San D~iegotC ('AF. Simpson)

%I \R -t5111(1% N1 ( ti ) Iioui,ton I X WC. Seai
\l( ( I II I 'AND I NCINFI-I RS INC Iotiston I X iB. Mc('lelland)
Mlt PBII 1 PIFI1 1 IN I (Ct) DI I. AS. I X M6R OF E:NGR ) NOA('K)
NI \k PtIH I NI \k S SH IIBI.DCG & I)RYIX)'K ('0. Newriport Nesss VA (lech. 1.1b.)
NOR IA) AY' I orum. I iondhetm; I*1 I NC RSKE VERI FAS (Roren) Oslo: J. ('reed. Ski; Notsscgtin I ech lm\t

i.indt /asg). I ro ndhei m
tKF-~ I)ANAIA 5551ILMS. INC( SANIII{GOC(SN0IXiRASS)
(XI AN 1 N61I- I- RS SAI'SAI.IIO.C('RYNE('KB

(K41-ANR HISOU R('- -NC;. INC'. HOUtSI'ON. I X(ANDERSON)

75



OFFSHORE DEVELOPM ENT ENG. INC. BERKELE.FY CA: Berkeley (CA
PACIFIC MARINE TECH NOLOGY LONG BEACH. CA (WAGNER)
SWEDEN GeoTech Inst
SAFETY SERVICES. INC. A. Patton, Providence RI
SANDIA L.ABORATORIES Library Div.. Livermore CA
SCHU PACK ASSOC SO. NORWALK. CTI(SCHUPA('K(
SEATE('H CORP. MIAMI, Ft. (PERONI)
SHELL DEVEL.OPMENT CO. HOUSTON.. TX (TELES): Houston UX (E. Doyle)
SHELL. OIL. CO. HOU STON. TX (MARSHALL): Houston TX (R. de Castongrene)
SWEDEN VBB (ibirary). Stockholm
TEXTRON INC BU FFAI.O. N Y (RESEARCH CENTER LIB.)
TID)EWATER CONS IR. CO Norfolk V A (Fowler)
TRW SYSTEMS CLEV ELIANI1). OH (ENG. L.IB.): REIDOND)O BEACH. CA (I)AI)
UNITED KINGDOM 1). New. G. Maunsell & Partners. London: Shaw, & Hatton (F. Hansen). L.ondon: Tay lor.

Woodrow~ Consir ((014P), Southall, Middlesex: I'aylor. Woodrow Constr(Stubbs). Southall, Middlesex: Univ. of
Bristol (R. Morgan). Bristol

UNITE 1) TECH NOI.OG I FS Windsor Locks CT (Hamilton Std Div.. Library)
WESTINGHOUSE E[LECTRIC CORP. Annapolis MI)(Oceanic Div Lib, Bryan): Library. Pittsburgh PA
WEYERHAEUSER CO. LONGVIEW. WA(TECH CTR 1.1B)
WISS. JANN EY. F LSTN ER. & ASSOC Northbrook. It. (J. Hanson)
WM CL.APP L.ABS - BATTELL1E I)UXBURY. MA (L.IBRARY)
WOODWARD-CI.YDE CONSULT[ANTS PL.YMOUTH MEETING PA ((CROSS. 111)
BUILLOCK L~a Canadat
CAPT'MURPHY SAN BRUNO. CA
GREG PAGE EUGEN E.. OR
"t-W. MERMEL Washington DC

7t


